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Summary

Based on their special chemical and phys-
ical properties, synthetically produced
nanomaterials are currently being used
in a wide range of products and appli-
cations. At the end of their product life
cycle, nanomaterials can enter waste
treatment plants and landfills via diverse
waste streams. Little, however, is known
about how nanomaterials behave in the
disposal phase and whether potential en-
vironmental or health risks arise. There
are no specific legal requirements for a
separate treatment of nanomaterial-con-
taining wastes. Virtually no information
is available about the nanomaterials cur-
rently in use, their form and composi-
tion, or about their amounts and con-
centrations. The current assumption is
that stable nanoparticles (e.g. metal ox-
ides) are neither chemically nor physi-
cally altered in waste incineration plants
and that they accumulate especially in
the residues (e.g. slag). These residues
are ultimately dumped. The disposal
problem in the case of stable nanopar-
ticles is therefore merely shifted to the
subsequent steps in the waste treatment
process. Carbon nanotubes (CNT) are
almost completely combusted in incin-
eration plants. Filter systems seem to be
only partially efficient, and a release of
nanoparticles into the environment can-
not be excluded. Incinerating nanoma-
terials contained in products can also
promote the development of organic pol-
lutants as undesired by-products. Only
few studies are available on the behav-
ior of nanomaterials in landfills. More-
over, recycling such products could re-
lease nanomaterials, most likely when
these are shredded and crushed.

* Corresponding author

Introduction

Based on their special chemical and phys-
ical properties, synthetically produced na-
nomaterials (engineered nanomaterials,
ENMs) are currently being used in a wide
range of products and applications. The
Nanomaterial Databank of “Nanowerk”!
currently lists nanomaterials composed of
28 different elements as well as of carbon
(fullerenes, CNT, graphene), quantum dots
consisting of several semi-conductor ma-
terials, a large number of simple nanopar-
ticulate compounds (oxides, carbonates, ni-
trides) and those made up of complex com-
pounds containing several components. On
the one hand, the application of nanoma-
terials promises reduction potentials and
sustainability effects for the environment,
for example through resource and mate-
rial savings (see?). On the other hand, we
know very little about the behavior of na-
nomaterials or about environmental and
health risks when these products enter var-
ious waste streams at the end of their life
cycles. A better understanding of the risks
in the so-called End-of-Life-Phase (EOL)
calls for considering the different dispos-
al pathways and potential transformation
processes that nanomaterials undergo in
waste treatment plants. In the disposal
phase no consideration is being given to
either the special properties of nanoma-
terials or to potential recovery and re-use.?

There is no special legal framework in place
for a separate treatment of nanomaterial-
containing wastes (see?) or the monitoring
of the processes. A prerequisite for such a
framework would be exact knowledge
about the nanomaterials being used, their
form (species) and composition, potential
transformation processes as well as about
amounts and concentrations. Such infor-
mation, however, is not available, and vir-
tually no studies have been conducted on
the EOL phase of products containing na-
nomaterials. Very little is known about how
nanomaterial-containing wastes behave in
thermal, biological or mechanical-biolog-
ical waste treatment plants or in landfills.5

What is “nanowaste”?

Nanomaterials can potentially be released
into the environment along the entire prod-
uct life cycle through mechanical and/or
chemical effects. According to a proposal
by Boldrin et al.é, nanomaterials that en-
ter the environment from diffuse sources
can be classified as potential “nanopollu-
tants” (for example titanium dioxide nano-
particles released from sunscreen lotions
in surface waters). Accordingly, the term
“nanowaste” is first applicable when na-
nomaterials come into contact with solid
wastes and can be collected separately.
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Figure 1: Differentiation between “nanopollutant” and “nanowaste”,

i.e. solid waste that contains nanomaterials’
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Titanium dioxide nanoparticles therefore be-
come waste only when they are for exam-
ple eliminated in wastewater treatment plants
after the biological purification phase. Na-
nomaterial-containing sludge which requires
further treatment according to the Austrian
Waste Management Act (Abfallwirtschafts-
gesetz; AWG) is termed “nanowaste”. Nano-
material-containing wastes from production
processes and households (e.g. production
rejects or ,nanoproducts”) are also classi-
fied as “nanowaste” (Fig. 1).

Practical considerations dictate distinguish-
ing between “nanowaste” and “nanopollu-
tant” because quantifying ENMs in waste
streams is a precondition for defermining po-
tential limit values. A distinction is also nec-
essary in order to be able to differentiate the
definition of “waste” in the waste legislation
framework from other environmental laws.
Accordingly, wastes are first subject to the
Waste Management Act when there is, resp.
was, an intention to discard or when their
collection, storage, transportation and treat-
ment is necessary in the public interest.

European and Austrian waste legislation cur-
rently contain no nano-specific regulations®.
Additional studies — in particular regarding
the persistence of and changes undergone
by nanomaterials in waste — will be required
to be able to draw conclusions about wheth-
er nano-specific limit values might become
necessary in the future.

Nanomaterials
in waste streams

Austria generates more than 50 million tons
of waste per year. Materials that arise from
digging or excavating the soil or subsoil make
up the largest proportion (Fig. 2). Such ex-
cavated material could be contaminated with
nanomaterials via several pathways, for ex-
ample through nanomaterial-containing
building materials. No studies are available
on this issue. Ash and slag from thermal
waste treatment plants can also contain na-
nomaterials, as can construction wastes (see
further below) or household wastes. In prin-
ciple, nanomaterials can be present in all
waste categories.

“Nanowaste” can already arise in ENM pro-
duction and use by industry and trade, for
example in the form of faulty batches, pro-
duction wastes, filter residues, of wiping cloths
or solvents contfaminated with nanoparticles,
but also as residues produced by research
and development facilities.

According to a working group commissioned
by the Swiss Bundesamt fir Umwelt (BAFU;
Federal Department of the Environment),
companies that produce or process synthet-
ic nanomaterials should in particular take the
following measures in dealing with “nano-

wastes”: 10

e reduce waste volumes.

e if possible treat the resulting nanomate-
rial-containing wastes directly at the point
of origin with appropriate methods such
that they lose their nano-features (for ex-
ample by dissolving metallic nanomate-
rials in suitable acid baths or sintering at
high temperatures).

e develop waste management schemes that
ensure that nanowastes are separately col-
lected, documented, packaged and fur-
ther directed to disposal, whereby these
work steps should proceed with consistent
quality.

® minimize nanomaterial emissions (dust or
aerosols) into the environment. Nano-
wastes should, to the extent possible, not
be collected and transferred as powdered
preparations but rather as dispersions,
pastes, granulates, etc.

Currently, too little is known about the be-
havior of ENMs in waste incineration plants.
This leads to the recommendation not to dis-
pose large quantities of nanowastes from
industry and trade in such facilities.' This,
however, raises the question of viable alter-
natives, such as chemo-physical treatment
methods.

The special application of ENMs in indus-
trial processes (e.g. filter or catalyst technolo-
gies) enables ENMs to be collected in un-
mixed form. Their use in consumer products
such as cosmetics, textiles, paints and var-
nishes, etc., however, leads to a diffuse dis-
tribution. This considerably complicates sep-
arate collection.?

Waste treatment
in Austria

The European Waste Framework Directive'?,
which has been implemented in the Austri-
an Waste Management Act (AWG 2002)'2,
is based on the following hierarchy:

1. waste prevention

2. preparation for re-use

3. recycling

4. other utilization (e.g. energy recovery)

5. disposal.

In Austria the targeted recycling of separate-
ly collected waste fractions (paper, metals,
plastics, glass) from municipal wastes is well
established.'® In 2009, 63% of the wastes
were collected for processing and recycling.
The residual waste (from households and sim-
ilar institutions) undergoes either mechani-
cal-biological waste treatment (24.4%; basis
2009) or thermal waste treatment in incin-
eration plants (70.5%; basis 2009).'4

In Austria the wastes must be pre-treated or
recycled, and only very small amounts are
directly disposed. The residues from the waste
treatment plants (e.g. slag after incineration)
as well as construction and demolition waste
are dumped. In many other EU countries,
however, municipal wastes are largely or en-
tirely disposed in landfills without pre-treat-
ment (Fig. 3.).

Many products that are re-used in recycling
processes (for example electrical and elec-
tronic equipment, metals, plastics, paper,
clothing, efc.) can contain nanomaterials and
these can potentially be released. At least
four different processes could lead to releas-
es during recycling:'®

Figure 2:
Percentages of selected waste categories
in 2010 (Basis: 51.72 million tons)?

17,0 %

7,3%

0,6 %
4,1 %

11, 6%

0
81% 20% 1,8%

O excavated materials

O green waste, street cleaning residues,
market waste

B ash, slag from thermal waste treatment
and combustion plants

B wood waste

B waste from construction

B waste materials from trade and industry

B municipal sewage sludge and

faecal sludge

@ waste from households and
similar establishments

O other waste




NANQO: dossiers

No. 040en o August 2014

1. dust-like abraded material, which can
disperse in the air as airborne particulate
matter, can develop especially during tran-
sport, during shredding and crushing, as
well as when tipping.

2. if the wastes are initially cleaned or cer-
tain components dissolved or detached
(for example a nano-coating on PET bot-
tles), then nanomaterials might enter the
liquid media and ultimately collect in the
cleaning- and wastewater. The same holds
true for the cleaning of facilities, equip-
ment and floors, in which the dusts are
captured in cleaning cloths and cleaning
water.

3. when incinerating products with nanoma-
terial-containing substances, it cannot be
excluded that nanomaterials enter the
flue-gases.

4. in readily soluble or strongly heated me-
dia, an evaporation of nanomaterials is
also theoretically possible.

Experts from the “Hans Béckler Stiftung” of
the Deutschen Gewerkschaftsbundes (Ger-
man Trade Union Federation) therefore made
an important recommendation in their work-
ing paper on the significance of nanoma-
terials in waste recycling'®: future research
efforts on the risk potentials of nanomate-
rials should be devoted to treatment process-
es for potentially nanomaterial-containing
consumer products. The individual materi-
al streams in the recycling chains should be
examined in detail regarding the types and
amounts of nanomaterials being used. This
would help estimate the degree of potential
risks.

Use of nanomaterials
in products

Various nanomaterials are increasingly be-
ing employed in products for industry, frade,
and consumers. The online database of the
American Woodrow Wilson Center current-
ly encompasses 1798 “nanoproducts” that
are available on the international market.!”
A study on the Austrian market identified
450 “nanoproducts” between late 2007 and
April 2009. The most entries are in the cat-
egories “cosmetics” and “textiles”, which ac-
cording to voluntary manufacturer informa-
tion contain a number of nanomaterials
(see'8). The actually incorporated amounts
of nanomaterials are unknown. Estimates of
production volumes are available, but these
often differ considerably from one another
(Tab. 1). Accordingly, SiO, and TiO, are the
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Figure 3: Municipal wastes according to treatment categories — inner-EU comparison

nanomaterials with the highest production
volumes worldwide and are probably the
most common in products as well.

Several past NanoTrust Dossiers have dealt
with the various applications of nanomate-
rials. The following therefore only briefly sum-
marizes several product categories.

Textiles, for example for the outdoor sector,
socks and underwear, can be impregnated
with nanosilver to achieve an antimicrobial
effect. Impregnation with nanoparticulate
TiO, or ZnO acts as a UV filter, and SiO,
has dirt- and water-repellent properties
(see?9). When these fextiles are washed,
nanomaterials can collect in sewage plants
via wastewater. Studies on the behavior of
nanomaterials during the washing process
are available only for silver, whereby the re-
leased amounts vary considerably (see?'). If
textiles are chemically cleaned, then the pro-
duced wastes, including lint, can also con-
tain nanomaterials. No studies have been
conducted on nanoparticle releases during
this process.?? Although used clothing is col-
lected separately in Austria, nanomaterial-
containing fextiles are also partially disposed
of via the municipal solid waste stream in
incineration plants.

Cosmetics can contain carbon black (black
pigment), TiO,, ZnO, SiO, in their nano-
form, or in certain cases also fullerenes as
radical scavengers. These nanomaterials can
enter household waste in incompletely emp-

15

tied canisters and then be combusted in waste
incineration plants, or enter wastewater dur-
ing washing or showering. In particular, the
nanoparticulate UV filter TiO,, which is a
common component in sunscreen lotions
(see?3), can be released into the water when
people bath or swim. No information is avail-
able on the exact amounts released, and on-
ly few studies have been conducted on po-
tential negative ecological effects; these stud-
ies provide inconclusive evidence (see??).

In paints and varnishes, nanosilver, TiO,,
Zn0O, SiO, or Al,O3 (aluminum oxide) are
used as biocides, as UV protection or to im-
prove scratch- and abrasion resistance (see?).
Containers with remnant contents are dis-
carded as household waste, as hazardous
waste or as construction wastes. Moreover,
nanomaterials can also leach out of facade
paint and enter the soil and waterbodies via
rainwater, or enter sewage treatment plants
through the sewer system.26

Cement-bound building materials (e.g. con-
crete) can also contain nanomaterials, for
example SiO, as aggregates to improve
strength and stability, or TiO, based on its
photocatalytic “self-cleaning effect” or its abil-
ity to remove air pollutants (see?”). Special
sun protection glazing for windows or elec-
trochromic (automatically adjusting) window
glass to darken room interiors with nano-
scale coatings of silver or wolfram oxide are
still niche products in the construction busi-
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Table 1: Estimated global production volumes of different nanomaterials’®

Nanomaterial Production volumes (in tons p.a.) Year

SiO, 1,590,000 2009

TiO, 700-61,000 2007/2008
50,000 2010
44.000 (only USA) 2008
1,450 (only Japan) 2019

ZnO 20-10.000 2007/2008
480 (only Japan) 2009

CeO, 10,000 2010

Al oxides 100 2003

ZrO, 2,500 2010

Metals 20 2007

Silver 4-560 2005/2008

Quantum dots < 100 kg 2001

ness, but could find wider use in the future.
Nanoparticles could be released with the
dust produced when demolishing buildings.
Such materials could also be released into
the air during temporary storage, during the
treatment process or when disposed in land-
fills. They could also enter the groundwater
through wastewater or by leaching.?8 No in-
formation is available on these processes.

Nanomaterials composed of carbon, such
as CNTs, fullerenes or graphene, are — ac-
cording to manufacturer specifications — in-
corporated into the synthetics used in sports
equipment. In tennis rackets, for example,
they can help increase tensile strength (see??).
When disposed of in household waste, the
maijority of such products is incinerated in
Austria. CNTs most likely burn completely in
such facilities, but it cannot be excluded that
small fractions enter the environment through
flume gases or solid residues (see3?). In Aus-
tria, household wastes must be pre-treated,
but in other countries they are directly dis-
posed in landfills (compare Fig. 3). A study
in the USA shows that CNTs — when these
come into contact with other wastes in land-
fills — are partially bound or retain their sta-
bility.3! Leaching of CNTs and other “nano-
wastes” depends strongly on the respective
landfill conditions. No information is avail-
able on the behavior of fullerenes or gra-
phene.

Nanoparticulate crystals made of semi-con-
ductor materials, so-called quantum dots,
are increasingly being applied in the elec-
tronics industry. Examples include modern
televisions with LED backlighting but also the
production of lamps (LED) and in highly ef-
ficient thin-film solar cells. Based on their po-
tential content of arsenic, cadmium, europi-

um, gallium, indium, tellurium, etc., LEDs
should be collected as “problematic waste”
(hazardous waste) and not be discarded in
household garbage. The semi-conductor
gallium arsenide is particularly problemat-
ic due to the toxicity of arsenic. This is be-
cause, in the absence of atmospheric oxy-
gen and water, a very thin oxide layer can
form on the surface of the material; it is high-
ly toxic and could damage the environment.
Quantum dots can contain numerous rare-
earth metals, and resource policy consider-
ations dictate that these should be recycled.
The recycling processes, for example for
LEDs, are currently still under development
and very expensive.3? As provided for by the
EU guidelines on waste electrical and elec-
tronic appliances, LEDs must be taken back
by the traders or manufacturers and prop-
erly disposed of.

Behavior of
nanomaterials in waste
incineration plants

Little information is currently available about
how nanomaterials behave in waste incin-
eration plants or in landfills. Studies have
been conducted on only a few materials, for
example on ceroxide nanoparticles that were
experimentally infroduced into an incinera-
tion plant. The results show that these were
neither chemically nor physically altered by
the incineration process, but that they were
effectively retained in the facility’s filters.
Nanoparticles that bond with the solids in
the facility, however, ultimately end up with
the combustion residues in landfills. Thus,

the disposal problem in the case of stable
ENMs is merely shifted to the subsequent
steps in the waste treatment process.33

Studies in Switzerland show that only a tiny
fraction (on average ca. 0.00079 percent by
weight) of the filter dust of incineration plants
is present in the form of nanoparticles and
that these make up less than 10% of the to-
tal particle counts. Model calculations re-
vealed that most of the nanoparticles (na-
nosilver, TiO5, ZnO) in the wastes (residual
wastes, wood, sludge) are present in form
of bottom ash®* and end up in landfills. In
contrast, CNTs are almost completely com-
busted (94%)3>.

The behavior of nanomaterials in waste in-
cineration plants can currently be summa-
rized as follows:3¢: 37

e When incinerated, nanomaterials can ei-
ther be destroyed, converted into other
nanomaterials (e.g. oxides, chlorides) or
be released unchanged.

e Nanomaterials in the size class 100 nm
and larger are most efficiently removed
in the filters of waste gas purification sys-
tems.

e Nanomaterials smaller than 100 nm are
only partially retained by filters. An esti-
mated up to 20% can be released.

e Incinerating nanomaterials can acceler-
ate the formation or destruction of unde-
sired by-products (e.g. polycyclic aromat-
ic hydrocarbons).

e Nanomaterials can be retained in the sol-
id wastes (ash, slag, filter residues) pro-
duced by waste incineration plants. A
leaching of nanomaterials from such
wastes, for example when subsequently
dumped in a landfill, should be avoided
(landfill base sealing, leachate treatment,
surface sealing efc.).

Conclusions

Various nanomaterials are currently being
incorporated in a wide range of products.
It remains largely unknown whether these
can pose an environmental or health risk
when they end up in waste treatment plants
or in landfills via various waste streams at
the end of their life cycle. In a precaution-
ary approach, several experts and organ-
izations have therefore formulated first rec-
ommendations designed to minimize na-
nomaterials in wastes. Future research ef-
forts should increasingly focus on the dis-
posal phase of ,nanoproducts” in order
to better estimate potential risks.
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